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& A‘FFIZ’;C‘NT’“A :

REPORT NUMBER:
DATE: December 10, 2007

e wGER

SAMNLE DESCRIPTION: One (1) submitted sample of fransparent plastic sheet said to be 0.2mm/E K

PYCEH.

S:mple received date: December 4, 2007

Cute of testing started: December 3, 2007

Liate of testing ended: December 7, 2007
TE!T CONDUCTED:

o . Al REQUESTED BY THE APPLICANT, FOR DETAILS REFER TO ATTACHED PAGE(S)

CC N LUSION: '

Tisted Samples Standard Result

< abmitted sample European Commission Directive 2005/84/EC Pass

' - Phthalates Content
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REPORT NUMBER-
TEST CONDUCTED:

{ Phthyates Content Test
As pi:r European Commission Directive 2005/84/EC, phthalates content were determined by Gas
Chmauatographic—Mass Spectrometry (GC-MS) analysis.

mray

ltem Result(%
Ris | :-ethythexyD phthalate (DEHP) <0.005
' Diby. Lyl phthalate (DBP) <0.005
Ben: 1 buty} phihalate (BBP) <0.005
Cur -1lative total of three phthalates: <0.015
Lim & for plasticised rmaterial in toys and childcare articles: 0.1%
Tterr,.
Di sononyl phthalate (DINF) 0.007
Disadecyl phthalate (DIDF) <0.005
Di-v-octyl phthalate (DNOP) <0.005
Crisulative total of three phthalates: <0.015
Lirit for plasticised material in toys and childeare articles
which can be placed in the mouth by children: 0.1%
9. = percentage
< = less than
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