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The following samples were submitted and identified by/on behalf of the client as: _
Sample Reference Information : BLACK CYAN,_
YELLOW, MAGENTA MIXTURE

Sample Receiving Date - JAN 15, 2008
Testing Period : JAN 16, 2008 TO JAN 18, 2008
Test Requested . Asrequested by client, to determine phthalates of DBP, BBP, DEHP, DINP,

DNOP, DIDP, DMP, DEP, DIBP, DnHP, DCHP, DIPHENYL, DPRP, DPP,
DIOP, DIBENZYL, DNP, DINA and DEHA in the submitted samples.

Test Method . Solvent extraction.
Analysis was performed by Gas Chromatography / Mass Spectrometry.

Test Results . Please refer to next page(s).
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Signed for and on behalf of
SGS-CSTC Ltd.
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LTy ing‘,r Susan
Section Manager
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Test Results

Phthalates Black wet ink Detection Limit

DBP N.D. 0.003%
BBP N.D. 0.003%
DEHP N.D. 0.003%
DINP N.D. 0.010%
DNOP N.D. 0.003%
DIDP N.D. 0.010%
DMP N.D. 0.003%
DEP N.D. 0.003%
DIBP N.D. 0.003%
DnHP N.D. 0.003%
DCHP N.D. 0.003%
DIPHENYL N.D. 0.003%
DPRP N.D. 0.003%
DPP N.D. 0.010%
DIOP N.D. 0.020%
DIBENZYL N.D. 0.010%
DNP N.D. 0.003%
DINA N.D. 0.020%
DEHA N.D. 0.003%

Note: - N.D.= Not Detected (lower than detection limit)

Remark: According to 1999/815/EC and it amendment 2005/84/EC, that:

1. Phthalates of DEHP, DBP and BBP shall not be used as substances or as constituents of
preparations, at concentrations greater than 0.1% by mass of the plasticized material in toys
and childcare articles.

2. Phthalates of DINP, DIDP and DNOP shall not be used as substances or as constituents of
preparations, at concentrations greater than 0.1% by mass of the plasticized material in toys
and childcare articles which can be placed in the mouth by children.
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Sample Photo:

SGS authenticate the photo on original report only

*** End of Report ***
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