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APPLICANT  :  
   

CONTACT PERSON :                             
   

CONTACT NO :  
   

FAX NO :  
   

DATE OF SUBMISSION  : 14 NOVEMBER 2007 
   

TEST PERIOD : 14 NOVEMBER 2007 TO 21 NOVEMBER 2007 
   

NO. OF WORKING DAY(S) : 6 DAYS 
   

SAMPLE DESCRIPTION  : PROCESS COLOURS  
 

 SUMMARY OF TEST RESULTS  
 

TEST REQUIRED PASS FAIL REMARK 
Heavy Metal - EN 71 PART 3 x  See Test Result 

 
REMARK   
If there are questions or concerns on this report, please contact the following persons: 
 

a) Technical enquiry 1. Ms. Caroline Ling 2. Ms. Joeie Tsang 
   caroline.ling@sg.bureauveritas.com     joeie.tsang@sg.bureauveritas.com 
   (65) 62838366     (65) 62838366 
    

b) General enquiry  1. Ms. Suzen Chong  
   suzen.chong@sg.bureauveritas.com  
   (65) 62838366  
     
 
   BUREAU VERITAS CONSUMER PRODUCTS SERVICES (PTE) LTD 
    
 
 
 

 
 

SUZEN 

 

  
     
PREPARED BY : SZ  JOEIE TSANG  
   LABORATORY DIRECTOR 
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TEST RESULT 

 
     HEAVY METAL: (EN 71 Part 3) 
 
 

ELEMENT 1 LIMIT 
Sol. Lead  
(Pb) ND (< 5 ppm) 90 ppm 

Sol. Arsenic 
(As) ND (< 5 ppm) 25 ppm 

Sol Antimony 
(Sb) ND (< 5 ppm) 60 ppm 

Sol. Barium 
(Ba) ND (< 5 ppm) 1000 ppm 

Sol. Cadmium 
(Cd) ND (< 5 ppm) 75 ppm 

Sol. Chromium 
(Cr) ND (< 5 ppm) 60 ppm 

Sol. Mercury 
(Hg) ND (< 5 ppm) 60 ppm 

Sol. Selenium 
(Se) ND (< 5 ppm) 500 ppm 

 
 

               NOTE:   1.           “<”  denoted  “less than”. 
2. “ND”  denoted “Not detected” and “( )” indicated sample detection limit. 
3. “NR” denoted “Not relevant”. 

 
   SAMPLES DESCRIPTION: 
 

1 OIL INK SAMPLE LABELLED AS ‘ PROCESS 
COLOURS’ COATING 
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