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Test Report 1410280 Date : 14-Dec-2007

Client :

The following sample(s) was/were submitted and identified by client:

Sample Description : Both Sides Coated Paper - Gloss Premium

Sample No. :

Sample Condition : As per attached photograph

Date Received : 12-Dec-2007 Date Commenced : 12-Dec-2007

TEST RESULTS

Gas Chromatrographic Analysis of Phthalate Esters in Plastic Toys
Test method : Rastogi, S.C., Chromatographia Vol. 47, No. 784, 1998

Substance or Group Name CAS No. Detection Results
Limit (%) (%)

Phthalates {Selected)

Di-isononyl phthalate {DINP) 28553-12-0 0.005 N.D.

Di (2-ethylhexyl) phthalate (DEHP) 117-81-7 0.001 N.D.

Di-n-octyl phthalate {DNOP} 117-84-0 0.001 N.D.

Di-isodecyl phthalate (DIDP) 26761-40-0 0.005 N.D.

Benzyl buty! phthalate (BBP) 85-68-7 0.001 N.D.

Di-buty! phthalate (DBP) 84-74-2 0.001 N.D.

Remark : 1. N.D. = Not detecied at the detection limit
2. Result of white glass premiun paper with red printed

b o End of Report *™*** b
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Signed for and on behalf of
SGS (Thailand) Limited

i
o

Pornpana Lirathpong
Hardlines Testing Manager

This document is issued by the Company subject to its General Conditions of Service printed overleaf or avaifable on request and accessible al www.$gs.com.
Attention is drawn to the limitations of labiiity, indemnification and Jurisdigtional jssues defined therein. Unfess otherwise Stated: (a) the results shown in this
document refer only fo the sampla(s) tested and (b) such sample(s) are retained for 30 days cnly. This document cannot be reproduced except in full, without prior
approval of the Company. Any unautherized alteration, forgery or falsification of the content or appearance of this report is tntawful and offenders may be prosecuted

to the fullest extent of the law.
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