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The foilowini samples were submitted and identified on behalf of the client as:

OFFSET
Date of Sample Receipt : 10 Apr 2008
Date of Test/s Performed ¢ 16 to 22 Apr 2008

Test Requested Result
For _compliance with the European Standard on Safety of Toys -
- EN71 Part 3:1994 +A1:2000 — Migration of Certain Elements. Pass

Note : ASTM F963-03 Chemical Test is not applicable as there is no paint coating found on sample.
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Signed for and on behalf of
SGS Testing & Contro! Services Singapore Pte Ltd
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Test Resulis#

- Migration of Certain Element

As specified in European standard on safety of toys EN71 PART 3 : 1994 +A1:2000 — Migration of certain
element were performed by Atomic Absorption or inductively Coupled Argon Plasma Spectrometry.

Test item 1 Limit
Soluble Lead {Pb) < 5 90 mglkg
Soluble Antimony  (Sb) < 5 60 ma/kg
Soluble Arsenic (As) < 5 25 mg/kg
Soluble Barium (Ba) < 10 1000 mg/kg
Soluble Cadmium (Cd) < 5 75 mglkg
Soluble Chromium (Cr) < 5 80 mg/kg
Soluble Mercury  (Hg) < 8.7 60 mgfkg
Soluble Selenium  (Se) < 10 500 mg/ky
Sample Description :

1. White Paper Sheet

N.B.: -<=Llessthan

' - Result shown are of the adjusted analytical resulit.
# Tested by an SGS Lab (ref. 2186602/TY)

w+ End of Report ™
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