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Attn:

Report on the submitted sample said to be HOLOGRAPHIC FOIL “Hl TECH LA113" (GOLD)

Date of Sample Receipt : 25 Jan 2007
Date of Test/s Performed : 26 Jan 2007 to 31 Jan 2007
Test Requested Result

For compliance with the European Standard on Safety of Toys :-
- EN71 Part 3:1994 +A1:2000 — Migration of Certain Elements

R
Y]
7}
"

|

Freptise FOR FURTHER DETAILS, PLEASE REFER TO THE FOLLOWING PAGE(S) *++srtttnnne

Signed for and on behalf of
SGS Testing & Control Services Singapore Pte Ltd

Y C Tham (Vs
Laboratory Manhger

This document is issued by the Company subject fo its General Conditions of Service printed overleaf or available on request and accessible at WVW.S0S.COM.
Altention is drawn to the limitations of liabifity, indemnification and jurisdictional issues defined therain, Unless otherwise stated: (a) the results shown in this
document refer only to the sample(s) fested and (b) such sample(s) are retained for 30 days only. This document cannot be reproduced axcept in full, without prior

SGS Testing & Contral Servites Singapore Pte Ltd | 26 Ayer Rajah Crescent #03-07 Singapore 139944 ¢+65 63790111 465 6779 0549 e sg.labtextile@sgs.com

l Co. Reg. No: 199404065N  GST Reg No; MA-G500112-9 Member of the SGS Group



TEST REPORT No. TY/0006/07/T Date: 13 Feb 2007 Page 2 of 2

Test Resulfs
- Migration of Certain Element

As specified in European standard on safety of toys EN71 PART 3 : 1994 *+A1:2000 - Migration of certain
element were performed by Atomic Absorption or Inductively Coupled Argon Plasma Spectrometry.

Element a1 Limit
Soluble Lead (Pb) < 5 90 mgikg
Soluble Antimony (Sb) < 5 60 my/kg
Soluble Arsenic  (As) < 5 25 mg/kg
Soluble Barium (Ba) < 10 1000 mg/kg
Soluble Cadmium {Cd) < 5 75 mg/kg
Soluble Chromium (Cr) < 5 80 mylkg
Soluble Mercury {Hg) < 8.7 60 mgfkg
Soluble Selenium (Se) < 1 500 mg/kg

1. Iridescent Golden Coating with White Layer on Surface

N.B.: -<=|essthan
- Result shown are of the adjusted analytical resuits.

# Tested by an SGS Lab (ref. 2138092/TY)

***End of Report **
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